	In order of woods for hardwood flooring that are the most stable to the least stable -->

Type of wood
	Dimensional stability

	Hardness
	Refs


	Cabreuva (Santos Mahogany) 
	.00238 (most stable)

	2200
	


	Brazilian Cherry (Jatoba)
	.00300 (1% better than benchmark)
	2820 (2350?)
	1,

	2; may have excessive movement

	Patagonian Cherry (Tiete Rosewood)
	
	2820
	

	

	Caribbean Cherry
	
	3100
	

	

	Mayan Aztec Cherry
	
	3100
	

	

	Brazilian Walnut (Ipe)
	8% better than benchmark

	3680
	1, 2, 3-Image


	ash
	4.0

	
	


	Red Oak
	.00369 (benchmark)

	1290
	


	Teak
	.00186
	
	

	

	Cumaru (Brazilian Teak)
	
	3540
	
	


	Bloodwood
	
	3635
	
	

	Sucupira (Brazilian Chestnut)
	
	1820
	
	


	birch
	6.0

	1210
	


	maple
	.00353

	1450
	


	beech
	.00431 (least stable)

	
	



Relative Hardness of Selected  Wood Flooring Species (Ranked by Janka hardness rating) http://www.highlandhardwoods.com/chart.html 
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Relative Stability of Selected Wood Flooring Species (Ranked by dimensional change coefficient) http://www.highlandhardwoods.com/chart.html 
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http://www.wood-database.com/

